Nxm

[T
23
:.cd

v 'j' l e
L LGPy

)

ORT DOCUMENTAY:ON PAGE

1b. RESTRICTIVE MARKINGS

AD-A222 405

- ewsmwVLE

[

—

None
3. OISTRIBUTION/AVAILABILITY OF REPORT
Unlimited

2. PERFORMING ORGANUZATION REPORT NUMBER(S)

interim technical report #35

5. MONITORING ORGANIZATION REPORT NUMBER(S)

62. NAME OF PERFORMING ORGANIZATION
Department of Chemistry

6b. OFFICE SYMBOL
(if applicable)

7a. NAME OF MONITORING ORGANIZATION
Office of Naval Research

6 ADORESS (Gity, State, and ZIP Code)
Massachusetts Institute of Technology
77 Mass. Avenue, Bldg. 6-335
Cambridge, MA 02139

7b. ADDRESS (City, State, and ZIP Code)
Chemistry Division
800 N. Quincy Street
Arlington, VA 22217

8a. NAME OF FUNDING /SPONSORING
ORGANIZATION

Office of Naval Research

8b. OFFICE SYMBOL
(f applicable)

9. PROCUREMENT INSTRUMENT IDENTIFICATION NUMBER

N00014-84-K-0553

8¢, ADDRESS (City, State, and ZIP Code)

10. SOURCE OF FUNDING NUMBERS -

divisio PROGRAM PROJECT TASK
e SthYinty Stonet o,
Arlington, VA 22217 051-579

11. TITLE (Include Security Classification)

Face-Specific Interaction of MoS42' with Oriented Crystals of (0001) CdX(X = Se, S)

12. PERSONAL AUTHOR(S)

James Hickman and Mark S. Wrighton
13a. TYPE OF REPORT i i3b. TIME COVERED 14. DATE OF REPORT (Year, Month, Day) |1S. PAGE COUNT
technical interim FROM 5/89-  105/90 5/17/90 17

16. SUPPLEMENTARY NOTATION

Prepared for publication in Journal of the American Chemical Society

COSATI CODES
GROUP SUB-GROUP

17.
FIELD

18. SUBJECT TERMS (Continue on reverse if necessary and identify by block number)

cadmium sulfide, cadmium crystals, spectrocopy
pretreatment of etching procedures

See Attached Sheet

19. ABSTRACT (Continue on reverse if necessary and identify by tlock number)

q [H-a
70, DS TRIBUTION/ AVAILABILITY OF ABSTRACT 21. ABSTRACT SECURITY CLASSIFICATION
O uncuassireounNumiTeD [ saMe AS ReT. [ ormic users Unlimited
£ OF BESPANSIBLE, INDIVIOUAL 220, TELEPHONE (include Area Code) | 22¢. OFFICE SYMBOL
225 MR F B Bneon 617-253-1597

DD FORM 1473, 848 MAR

83 APR edition may be used until exhausted.
All other editions are obsolete.

SECURITY CLASSIFICATION OF THIS PAGE

9¢ 111k

0 "
- ]

U bo "L




| \ |.‘j lq*\‘\ | / \\: '
\\Ehe ract ¥£ o L

R rym .
© M LA .
,...' R

{
N

riented (0001) CdX (X = S, Se) crystals selectively

/ A
adsorb MoS ?2 4onto the Cd-rich faces. Binding of MoS}47 is

effected by dlpping the CdX crystals into CHQENAcontaining

20 mM [EtyN],MoS]. Removal of the crystal from the solution

followed by rinsing with CH%CN leaves Moﬁh%f'on the Cd- but

not X-rich face of the crystal as

detected by X-ray

photoelectron spectroscopy (XPS) and Auger electron

spectroscopy (AES). The specificity for Cd-face vs. X-face

binding is typically >5:1 as determined by XPS and AES data

for both faces of the same crystal.

S element maps for the

MoSX%}Lmodified, Cd-face of CdSe crystals reveal non-uniform

binding of Mogzgjl There is a cor
MoS@%; binding with the crystal pl

pretreatment/etch procedure f<

oo ¢} .
\v_-‘!‘)c X ;1\ \ ‘ ;;' & \Q-)

- . "v . '4‘ - * o

R W Y(‘ TCEoT v Ly %
1 . i
)(:7

i’”itﬁvai [, %('Ony%J Mﬂ;fférff”" )
K;;ﬂw
s,

relation of the regions of

anes revealed in the
wov CL, Lc'c\mmm Syl & 46’3

Accession For

NTIS GRARL g
pTIC T3

Unounorieod
Juncificn S
|

1]

{

i

1—"——_________,

g T»,~ IR e,
Ap Y e

, Tooiriyonion/

L SN .+t Codes
i -

| S 1 oanifor
nimy | sceial




Office of Naval Research
Contract NOOO14-84-K-0553
Task No. 051-597

Technical Report #35

Face-Specific Interaction of MoS42- with Oriented Crystals

of (0001) CdX (X = Se, S)

by

James H. Hickman and Mark S. Wrighton

Prepared for Publication
in
Journal of the American Chemical Society
Massachusetts Institute of Technology

Department of Chemistry
Cambridge, MA 02139

Reproduction in whole or in part is permitted for any purpose of the
United States Government.

This document has been approved for public release and sale; its
distribution is unlimited.




{Prepared fcr publication as a Ccmmunication to the Editor

of the Journal of the American Chemical Society]

Face-Specific Interaction of MoS42’ with Oriented Crystals

of (0001) CdX (X = Se, S)

James J. Hickman and Mark S. Wrighton*
Department of Chemistry

Massachusetts Institute of Technology

Cambridge, Massachusetts (02139

*Address correspondence to this author.




Abstract

Oriented (C001) CdX (X = S, Se) crystals selectively
adscrb MoS42” onto the Cd-rich faces. Binding of MoS42~ is
effected by dipping the CdX crystals into CH3CN containing
20 mM [Et4N],MoS,. Removal of the crystal from the soluticn
followed by rinsing with CH3CN leaves Mos42‘ on the Cd- but
not X-rich face of the crystal as detected by X-ray
chotoelectron spectroscopy (XPS) and Auger electron
spectroscopy (AES). The specificity for Cd-face vs. X-face
binding is typically >5:1 as determined by XPS and AES data
for both faces of the same crystal. S element maps for the
MoS42‘—modified, Cd-face of CdSe crystals reveal non-uniform
binding of MoS42'. There is a correlation of the regions of
MoS42" binding with the crystal planes revealed in the

pretreatment/etch procedure.




We wish to communicate that MoS42‘ adsorbs selectively

zn the (Cd-rich face of criented crystals of (0001) CdX (X =
S, 3e) and that the binding to the Cd-rich face is non-
uniform. We have used X-ray photoelectron spectroscopy
(XPS) and Auger electron spectroscopy (AES) to demonstrate
the selectivity of the MoS42' adsorption on CdX. 1In this
work we have extended previous studies on the interaction of
anionic S-donor species such as dithiocarbamates,l thio-
lates,z'4 and polysulfide55‘7 on CdX crystals. Such studies
reveal that anionic S-donors can strongly and favorably
influence the CdX/electrolyte interface energetics to give
highly efficient photoelectrochemical devices.1=3,5-7,
Differential capacitance measurements have showrn that the
Cd-, but not S-, face of (0001l) CdS interacts strongly with
52-.8 More recently it has been shown that Fe(CN)g3~/4-
interacts favorably only with the Cd-rich face of cax.?

This study was undertaken to better understand the role of
crystal orientation in determining the degree of interaction
of CdX with anionic S-donor compounds. We chose to
investigate MoS42' as an adsorbate, because of its high
charge to size ratio.

Experiments were carried out using n-type CdX single
crystals (1-2 mm thick and 0.2-0.4 cm? in area from
Cleveland Crystals, Cleveland, Ohio) cut perpendicular to
the c-axis to expose the (0001) face. The CdX crystals were

first cleaned in concentrated H;S504 to remove C-containing
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deposits. The CdS crystals were then etched in 12 M HC11lO
for 30 s and rinsed with copious amounts of H,0 and then
with CH3CN. The CdSe crystals were etched in a 3:1 mixture
of HCl:HNO3 for 15 s, rinsed with H»O, and then exposed to a
1 M XCN solution for 5-10 min.10 The crystals w=are finally
rinsed with H»0 and then with CH3CN. AES analysis of the
etched CdX crystals indicates the presence of some
adventitious C and O, but no other contaminating elements
were detected.

The CdX crystals were modified with MoS42' by immersing
them for 5 min in a 20 mM solution of [Et4N]2MoS411
dissolved in distilled and deoxygenated CH3CN. The crystals
were then rinsed with CH3CN for 1-2 min and stored under
vacuum prior to introduction into the spectrometer. The
crystals were examined by XPS and/or AES.12

CdS crystals modified with Mos42' were examined
principally by XPS because the element Mo is much more
easily detected by XPS than AES. (CJSe crystals were
examined by AES (for S) and XPS (for Mo and S). Both AES
and XPS show selective binding of MoS42' to the Cd-rich face
of CdX. Representative XPS data are shown in Figure 1 for
CdS. Spectra were taken on both sides of the same crystal
to eliminate artifacts arising from differences between
crystals, and essentially the same result was found for each
of >10 independently prepared samples. The Mo signal on the
Cd-rich face is at least five times that on the X-rich face.

The peak energy of the Mo 3dg,, signal is 232.6 eV (using
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ca?t 4dg,p at 405.1 eV as a reference) which is consistent
with Mo (VI)13 and suggests that the MoS42' remains intact
after adsorption onto the surface of the crystal. The Mo/S
ratio and peak positicns in the XPS of Mos42'-treated CdsSe
are the same as for pure [Et4N],MoS,y. The S 2s peak (on
CdS) and Se 3s peak (on CdSe) in XPS measurements were used
to calibrate the absolute magnitude of the Mo 3d peaks, and
we conclude that there is roughly one monclayer of Mos42‘ on
the Cd-rich face of CdX. Prolonged washing of the MoS42“—
treated CdX with CH3CN does lead to removal of the Mo
signal. The results are consistent with reversible binding
of intact MoS42' to the Cd-rich face of (0001) CdX

represented in equation (1).

MoS4* / CH;CN

N\, N
/ /
\Cd M \Cd o Mo (1)
/ /
\ \
V4 7

The SEM of the Cd-rich face of CdSe, Figure 2, shows a
surface with many sharp ridges, irregularities, and etch
pits. The etch pits ccnsist of planes of differing
crystallographic orienzation. Comparison of the S map from
AES to the SEM indicates that the MoS42‘ interacts only with
certain features on the Cd-rich face of CdSe. This pattern

of S AES signals does not arise from differential charging,
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because the Cd map from AES is uniform over the regicn where
there is significant variation of the S. The results for
(CC01) CdSe show that MoS42' adsorbs selectively on the Cd-
rich face, but the binding on the Cd-face is non-uniform.

Studies are in progress to pursue the relation between
the extent of surface non-uniformity (and crystal
orientation) and the magnitude of the flat-band potential
shift of CdX in solvent/electrolyte media as a function of
adsorbate (MoS42’) concentration. Frequency dependent
interfacial capacitance measurementsl4 have been interpreted
to mean that the Cd face of (0001) CdS is composed of
regions with different flat-band potentials. Differences in
surface morphology of the Cd-rich face and the S-rich face
are revealed by SEM and may be a factor in the face
selective binding of MoS42'. For now, however, it is
tempting to conclude that selective binding of MoS42' occurs
at sites that can best accommodate the structure represented
in equation (1).

Aside from CdX/adsorbate interactions, several III-V
semiconductor/adsorbate systems are of interest. These
include GaAs functionalized with Ru, 1% Co,1® and 0sl7 and
the selective modification of (111) InP on the P-rich
face.l8 These systems are to be investigated by scanning

AES to establish whether modification is uniform.
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Figure Captions

Figure 1. XPS data showing MoS42" adsorption on only the Cd-

rich face of oriented (0001) CdS.

Figure 2. Three element maps (S, C, and Cd) of an etch-pit
cn the Cd-rich face of {(0001) CdSe depicted in the SEM in
upper left corner. The surface concentration of the
elements 1s proportional to the brightness in each
photograph. Carbon is adventiticus from exposure to
atmosphere after Mos42‘ interaction. Note the Cd signal is

obscured where the C coverage appears large.
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